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Materials Testing

N/A

File No.:
Task:

FV12-1896-00

Report of Grain Size Analysis

Sample Location: N/A Sampled By: Client
Supplier: AT & H Industries Inc. Tested By: ARP
Material Type: Agg Sand Date Sampled: 1-Nov-12
Usage: N/A Date Tested: 2-Nov-12
Specification: N/A Sieve No. 9
Moisture Content (as received): 5% | Washed Sieve
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Remarks:

Reporting of these results constitutes a testing service only.

No engineering interpretation of the results is expressed or implied.

Engineering review and interpretation of these results can be provided upon written request.

Levelton Consultants Ltd.

Per: A

J

Anton Parso

ns, AScT




